
Item # Contract / Lot # Ir Pt Pd Rh Ru Os Au Ag Cd As B Sb Mn Mg Pb Sn Cr Si Fe Bi Mo Cu Zn Ti Co Ni Al Ca Zr Comment
% ppm* ppm ppm* ppm* ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm

1276 NSP-61 / GS-00P-61 85.30 1.65% 1600 2.00% 10.59% 150 <10 <30 100 <10 <10 300 2000 <10 40 100 <10 20 <20 <10 <10 <10 200

1281 GS-00-DS-(L)-34004 - 170 (9) 98.13 1090 18 >2000 >2000 ND ND ND ND ND ND ND 14 ND 187 6 6 ND >600 ND 9 4 ND ND 2 25 18 2 ND (1)

1282 GS-00-DS-(L)-34004 - 170 (33) 97.15 >2000 62 >2000 >2000 129 ND 77 ND ND ND 1 6 6 542 ND ND 39 >600 ND ND 15 48 48 12 506 58 12 42 (1)

1283 GS-00-DS-(L)-34004 - 170 (43) 97.08 >2000 200 >2000 1499 24 ND 3 ND ND ND 29 2 3 >600 26 ND 33 >600 ND ND 15 19 17 5 420 19 35 ND (1)

1284 GS-00-DS-(L)-34004 - 170 (190) 96.78 >2000 232 >2000 >2000 148 ND 6 ND ND ND 58 3 5 >600 >600 2 36 >600 ND ND 31 31 10 16 >600 33 36 11 (1)

1289 GS-00-DS-(L)-34004 - 172 (1 / 289) 96.93 >2000 ND >2000 1238 21 ND ND ND 9 ND 24 1 2 74 7 ND 12 >600 ND ND 7 3 ND 5 200 ND 11 ND (1)

1290 NSP-17 - 167 97.23 200 <10 2.00% 6200 <10 <10 <30 <10 10 <10 70 <10 <10 <10 1100 <10 <10 <20 <10 <10 <10 <10

1291 NSP-17 / GS-00P-3272 - 168 (1) - MR-T66 97.27 >2000 28 >2000 >2000 ND ND ND ND 68 ND 12 2 4 >600 12 ND 33 >600 ND ND 7 8 27 3 125 27 16 ND (1)

1292 NSP-17 / GS-00P-3272 - 168 (2) - P4590-T66 95.98 >2000 ND >2000 >2000 46 ND 38 ND 50 ND 53 4 9 >600 22 ND 107 >600 10 ND 18 18 8 3 199 7 30 ND (1)

* Except where noted.

ND = Not detected

(1) Iridium content from new iridium-only analysis.  Previous analysis reported iridium content as a "less than" (<) number because some minor elements are reported as "greater than" (>) numbers.
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