DEFENSE LOGISTICS AGENCY
DEFENSE NATIONAL STOCKPILE CENTER
8725 JOHN J. KINGMAN ROAD, SUITE 3229

FT. BELVOIR, VIRGINIA 22060-6223

IN_ REPLY

REFERTO DNSC-C1 February 2, 2006

AMENDMENT No. 007 TO
BASIC ORDING AGREEMENT (BOA)
FOR LEAD UNDER DLA-LEAD-005

The above referenced Basic Ordering Agreement, DLA-LEAD-005, dated May 9, 2002, for the sale of lead, is
hereby amended to update Section A.1 Introduction (JUN 99), update Section 1.2 Inventory List (FEB 06).

Update J.1 Analysis of DNSC LEAD (FEB 06) and identify which certification must be submitted with each
quote, as follows:

1. Section 1.2 Inventory List (JUN 04) and J.1 Analysis of DNSC Lead (JUN 04) are deleted and the

attached Section 1.2 Inventory List (FEB 06) and Section J.1 Analysis of DNSC Lead (FEB 06) are
inserted therefore.

2. Quoters shall indicate acknowledgement of receipt of this amendment by signing in the space provided
below and returning this form to:

ATTN: DNSC-R/Bid Custodian
Defense National Stockpile Center
8725 John J. Kingman Road, Suite 3220
Fort Belvoir, VA 22060-6223



Amendment No. 007

DLA-LEAD-005

Page 2 of 5

Failure to acknowledge receipt of this Amendment may result in the quoter being ineligible for award. Except as
provided herein, all other terms and conditions of DLA-LEAD-005 and Amendments 004, 005, 006 remain

unchanged and in full force.

Name of firm:

Address:

Telephone:

Facsimile:

BY:

Signature:

Title:

Date:

[.2 INVENTORY LIST (FEB 06)
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ITEM LOCATION GRADE BRAND INGOT (LB) | BUNDLE (LB) METERIC TONS
27 SOMERVILLE, NJ CHEMICAL FEDERAL 100 2,250 o)
40 SOMERVILLE, NJ COMMON DESILVERIZED OMAHA & GRANT 100 2,300 39.95
39 SOMERVILLE, NJ COMMON _ DESILVERIZED PENNAROYA 96 2,431 o
19 SOMERVILLE, NJ CORRODING (A) CMFEYAM 100 2,253 o)
84 SOMERVILLE, NJ CORRODING (A) ILLINOIS 96 672 o
85 SOMERVILLE, NJ UNKNOWN UNKNOWN 80 480 o
35 FT. WORTH, TX CHEMICAL ST. JOE 99 2,204 o
36 FT. WORTH, TX COMMON DESILVERIZED OMAHA & GRANT 104 2,204 o
37 FT. WORTH, TX COMMON DESILVERIZED ILR 104 2,204 o
60 HAMMOND, IN CHEMICAL FEDERAL 100 2,500 1,200
81 HAMMOND, IN CHEMICAL ST JOE 100 2,503 500
70 NEW HAVEN, IN CHEMICAL FEDERAL 99 2,276 o)
80 NEW HAVEN, IN COMMON DESILVERIZED ILR 99 2,280 4,478
82 NEW HAVEN, IN COMMON DESILVERIZED PENNA 69 1,697 [¢)
41 MARIETTA, PA CHEMICAL ST. JOE 99 2,480 o)
91 MARIETTA, PA CORRODING Bunker Hill 100 2,500 [¢)
92 MARIETTA, PA CORRODING ILR 100 2,450 [¢)
93 MARIETTA, PA CORRODING OMAHA GRANT 100 2,500 [¢)
94 MARIETTA, PA CORRODING USS ELECT 110 2,750 0]
42 MECHANICSBURG, PA CORRODING BROKEN HILL 56 2,374 4,908.07
43 MECHANICSBURG, PA COMMON DESILVERIZED RAFFINIATES HARTZ-BLE| 110 2,742 o)
44 MECHANICSBURG, PA COMMON DESILVERIZED ECHERNIC RHEINPREUSSE! 103 3,076 [¢]
45 MECHANICSBURG, PA COMMONDESILVERIZED ESCHWEILLER RAFFINE 111 2,784 o)
46 MECHANICSBURG, PA CHEMICAL ST. JOE 99 2,482 o)
47 MECHANICSBURG, PA CORRODING P.Z. MARCO 102 2,557 (o]
48 MECHANICSBURG, PA COMMON DESILVERIZED PERTH AMBOY 99 2,466 o)
49 MECHANICSBURG, PA COMMON DESILVERIZED SCHUYKILL 74 2,605 o]
50 MECHANICSBURG, PA CORRODING BRAUBACH 95 3,320 (o)
51 MECHANICSBURG, PA CORRODING PENNAROYA 69 2,373 o]
52 MECHANICSBURG, PA CORRODING CERRO DE PERU 104 2,596 o]
53 MECHANICSBURG, PA CORRODING TSUMCO 98 1,952 o
54 MECHANICSBURG, PA CORRODING PERTH AMBOY 98 2,460 o]
55 MECHANICSBURG, PA COMMON DESILVERIZED TREPCA 87 3,039 o]
56 MECHANICSBURG, PA COMMON SCHUYKILL 72 2,521 o
57 MECHANICSBURG, PA COMMON OMAHA GRANT 100 2,491 o]
58 MECHANICSBURG, PA COMMON KIRK 52 1,420 o)
59 MECHANICSBURG, PA COMMON ILR 99 2,473 o
60 MECHANICSBURG, PA CORRODING TADANAC 100 2,508 o
62 MECHANICSBURG, PA COMMON DESILVERIZED PENNAROYA 69 2,425 o
63 MECHANICSBURG, PA CORRODING CMFEYAM 99 2,463
64 MECHANICSBURG, PA COMMON DESILVERIZED OMAHA GRANT 100 2,509 o
100 WARREN, OH CHEMICAL FEDERAL 98 2,467 85
101 WARREN, OH CHEMICAL ST.JOE 100 2,498 (o)
102 WARREN, OH CORRODING TADANAC 101 2,532 0.00
103 WARREN, OH CORRODING ILR 101 2,500 (o]
112 WARREN, OH MIX MIX 3.22
106 BATON ROUGE, LA CORRODING DOE RUN 100 2,500 o)
107 BATON ROUGE, LA CORRODING TREPCA 80 2,414 (o)
108 BATON ROUGE, LA CORRODING US ELECTRO 110 2,212 o]
109 BATON ROUGE, LA CORRODING BOLIDEN 94 2,425 o
110 BATON ROUGE, LA CORRODING BHAS 2,009 N/A (o)
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J.1 Analysis of DNSC Lead (FEB 06)

Percent by Weight (Dry Basis)

Dross  Min. by Diff. Max. Max. Max. Max. Max. Max. Max. Max. Max. Max.

Depot Brand Type (%) Pb (%) Sb (%) As (%) Sn (%) Cu (%) Ag (%) Bi(%) Zn (%) Te (%) Ni(%) Fe (%)
Somerville, NJ Federal Chemical 0.38 99.932 <0.0001 <0.0001 <0.0002 0.056 0.0073 0.0002 <0.0005<0.0001 0.0036 <0.0001
Somerville, NJ Federal Chemical 0.38 99.925 <0.0001 <0.0001 <0.0002 0.061 0.0095 0.0003 <0.0005<0.0001 0.0027 <0.0001
Somerville, NJ Omaha & Grant Com. Desilv. 0.59 99.929 <0.0001 <0.0001 <0.0002 0.0004 0.0007 0.069 <0.0005<0.0001<0.0001 <0.0001
Somerville, NJ Omaha & Grant Com. Desilv. 0.54 99.926 <0.0001 <0.0001 <0.0002 0.0003 0.0014 0.071 <0.0005<0.0001<0.0001 <0.0001
Somerville, NJ Omaha & Grant Com. Desilv. 0.51 99.935 <0.0001 <0.0001 <0.0002 0.0006 0.0009 0.062 <0.0005<0.0001<0.0001 <0.0001
Somerville, NJ Penarroya Com. Desilv. A 0.66 99.990 0.0007 <0.0001 <0.0002 0.0004 0.0007 0.0072 <0.0005<0.0001 <0.0001 <0.0001
Somerville, NJ Penarroya Com. Desilv. A 0.56 99.988 <0.0001 <0.0001 <0.0002 0.0004 0.0008 0.0096 <0.0005<0.0001<0.0001 <0.0001
Somerville, NJ Penarroya Com. Desilv. A 0.74 99.986 0.0015 <0.0001 <0.0002 0.0027 0.0006 0.0080 <0.0005<0.0001 <0.0001 <0.0001
Somerville, NJ C.M.F.Y.AM. Corroding 0.63 99.98 <0.0001 <0.0001 <0.0002 <0.0001 0.0002 0.016 <0.0005<0.0001<0.0001 <0.0001
Somerville,NJ C.M.F.Y.AM. Corroding 0.48 99.98 <0.0001 <0.0001 <0.0002 <0.0001<0.0001 0.018 <0.0005<0.0001<0.0001 <0.0001
Somerville,NJ C.M.F.Y.AM. Corroding 0.70 99.97 <0.0001 <0.0001 <0.0002 <0.0001 0.0001 0.019 <0.0005<0.0001<0.0001 <0.0001
Somerville, NJ lllinois Corroding Unavailable
Somerville, NJ Unknown Unknown Unavailable
Hammond, IN Federal Chemical 0.47 99.930 <0.0001 <0.0001 <0.0002 0.057 0.0078 0.0002 <0.0005<0.0001 0.0041 <0.0001
Hammond, IN Federal Chemical 0.51 99.920 <0.0001 <0.0001 <0.0002 0.066 0.0075 0.0001 <0.0005<0.0001 0.0052 <0.0001
Hammond, IN Federal Chemical 0.31 99.937 <0.0001 <0.0001 <0.0002 0.052 0.0064 0.0001 <0.0005<0.0001 0.0033 <0.0001
Hammond, IN Federal Chemical 0.41 99.929 <0.0001 <0.0001 <0.0002 0.058 0.0078 0.0001 <0.0005<0.0001 0.0037 <0.0001
Hammond, IN Federal Chemical 0.45 99.930 <0.0001 <0.0001 <0.0002 0.057 0.0079 0.0001 <0.0005<0.0001 0.0037 <0.0001
Hammond, IN Federal Chemical 0.46 99.933 <0.0001 <0.0001 <0.0002 0.055 0.0068 0.0002 <0.0005<0.0001 0.0035 <0.0001
Hammond, IN Federal Chemical 0.44 99.930 <0.0001 <0.0001 <0.0002 0.058 0.0070 0.0001 <0.0005<0.0001 0.0040 <0.0001
Hammond, IN Federal Chemical 0.53 99.929 <0.0001 <0.0001 <0.0002 0.058 0.0079 0.0002 <0.0005<0.0001 0.0037 <0.0001
Hammond, IN Federal Chemical 0.33 99.921 <0.0001 <0.0001 <0.0002 0.065 0.0080 0.0001 <0.0005<0.0001 0.0048 <0.0001
Hammond, IN Federal Chemical 0.39 99.924 <0.0001 <0.0001 <0.0002 0.063 0.0075 0.0003 <0.0005<0.0001 0.0044 <0.0001
Hammond, IN Federal Chemical 0.38 99.934 <0.0001 <0.0001 <0.0002 0.054 0.0075 0.0002 <0.0005<0.0001 0.0034 <0.0001
Hammond, IN Federal Chemical 0.36 99.921 <0.0001 <0.0001 <0.0002 0.065 0.0078 0.0001 <0.0005<0.0001 0.0052 <0.0001
Hammond, IN Federal Chemical 0.36 99.930 <0.0001 <0.0001 <0.0002 0.057 0.0090 0.0002 <0.0005<0.0001 0.0031 <0.0001
Hammond, IN St. Joe Chemical 0.46 99.923 <0.0001 <0.0001 <0.0002 0.064 0.0065 0.0002 <0.0005<0.0001 0.0053 <0.0001
Hammond, IN St. Joe Chemical 0.42 99.924 <0.0001 <0.0001 <0.0002 0.063 0.0069 0.0002 <0.0005<0.0001 0.0044 <0.0001
Hammond, IN St. Joe Chemical 0.46 99.932 <0.0001 <0.0001 <0.0002 0.056 0.0068 0.0002 <0.0005<0.0001 0.0038 <0.0001
Hammond, IN St. Joe Chemical 0.36 99.923 <0.0001 <0.0001 <0.0002 0.064 0.0065 0.0002 <0.0005<0.0001 0.0053 <0.0001
Hammond, IN St. Joe Chemical 0.31 99.930 <0.0001 <0.0001 <0.0002 0.058 0.0063 0.0001 <0.0005<0.0001 0.0040 <0.0001
Hammond, IN St. Joe Chemical 0.53 99.918 <0.0001 <0.0001 <0.0002 0.068 0.0065 0.0002 <0.0005<0.0001 0.0061 <0.0001
Hammond, IN St. Joe Chemical 0.38 99.925 <0.0001 <0.0001 <0.0002 0.062 0.0068 0.0001 <0.0005<0.0001 0.0050 <0.0001
Hammond, IN St. Joe Chemical 0.50 99.924 <0.0001 <0.0001 <0.0002 0.063 0.0072 0.0001 <0.0005<0.0001 0.0046 <0.0001
Hammond, IN St. Joe Chemical 0.48 99.921 <0.0001 <0.0001 <0.0002 0.062 0.0074 0.0007 <0.0005<0.0001 0.0076 <0.0001
Hammond, IN St. Joe Chemical 0.46 99.926 <0.0001 <0.0001 <0.0002 0.061 0.0066 0.0002 <0.0005<0.0001 0.0049 <0.0001
Hammond, IN St. Joe Chemical 0.37 99.917 <0.0001 <0.0001 <0.0002 0.069 0.0072 0.0002 <0.0005<0.0001 0.0058 <0.0001
Hammond, IN St. Joe Chemical 0.36 99.927 <0.0001 <0.0001 <0.0002 0.060 0.0068 0.0002 <0.0005<0.0001 0.0045 <0.0001
Hammond, IN St. Joe Chemical 0.38 99.929 <0.0001 <0.0001 <0.0002 0.059 0.0067 0.0002 <0.0005<0.0001 0.0043 <0.0001
New Haven, IN Federal Chemical 0.45 99.928 <0.0001 <0.0001 <0.0002 0.063 0.0046 0.0002 <0.0005<0.0001 0.0034 <0.0001
New Haven, IN Federal Chemical 0.45 99.927 0.0001 <0.0001 <0.0002 0.063 0.0048 0.0002 <0.0005<0.0001 0.0042 <0.0001
New Haven, IN Federal Chemical 0.44 99.932 0.0001 <0.0001 <0.0002 0.059 0.0044 0.0003 <0.0005<0.0001 0.0034 <0.0001
New Haven, IN Federal Chemical 0.43 99.925 <0.0001 <0.0001 <0.0002 0.064 0.0049 0.0002 <0.0005<0.0001 0.0048 <0.0001
New Haven, IN Federal Chemical 0.41 99.936 <0.0001 <0.0001 <0.0002 0.056 0.0045 0.0002 <0.0005<0.0001 0.0024 <0.0001
New Haven, IN Federal Chemical 0.38 99.935 <0.0001 <0.0001 <0.0002 0.056 0.0051 0.0002 <0.0005<0.0001 0.0027 <0.0001
New Haven, IN Federal Chemical 0.47 99.925 <0.0001 <0.0001 <0.0002 0.064 0.0052 0.0002 <0.0005 0.0001 0.0044 <0.0001
New Haven, IN Federal Chemical 0.45 99.918 <0.0001 <0.0001 <0.0002 0.069 0.0061 0.0002 <0.0005<0.0001 0.0053 <0.0001
New Haven, IN Federal Chemical 0.42 99.928 <0.0001 <0.0001 <0.0002 0.062 0.0048 0.0002 <0.0005<0.0001 0.0035 <0.0001
New Haven, IN Federal Chemical 0.42 99.930 <0.0001 <0.0001 <0.0002 0.061 0.0048 0.0002 <0.0005<0.0001 0.0030 <0.0001
New Haven, IN Federal Chemical 0.48 99.919 <0.0001 <0.0001 <0.0002 0.069 0.0052 0.0002 <0.0005<0.0001 0.0051 <0.0001
New Haven, IN Federal Chemical 0.59 99.937 <0.0001 <0.0001 <0.0002 0.054 0.0041 0.0002 <0.0005<0.0001 0.0038 <0.0001
New Haven, IN St. Joe Chemical 0.57 99.925 <0.0001 <0.0001 <0.0002 0.064 0.0059 0.0003 <0.0005<0.0001 0.0035 <0.0001
New Haven, IN St. Joe Chemical 0.37 99.923 0.0001 <0.0001 <0.0002 0.065 0.0060 0.0002 <0.0005<0.0001 0.0044 <0.0001
New Haven, IN St. Joe Chemical 0.50 99.930 <0.0001 <0.0001 <0.0002 0.059 0.0060 0.0002 <0.0005<0.0001 0.0041 <0.0001
New Haven, IN St. Joe Chemical 0.47 99.929 <0.0001 <0.0001 <0.0002 0.060 0.0051 0.0002 <0.0005<0.0001 0.0043 <0.0001
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Mechanicsburg, PA Broken Hill Corroding 0.70 99.99 0.0023 <0.0001 <0.0002 <0.0001 0.0005 0.0040 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 1.34 99.99 0.0011 <0.0001 <0.0002 <0.0001 <0.0001 0.0041 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.97 99.99 0.0025 <0.0001 <0.0002 0.0011 0.0003 0.0037 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 1.25 99.99 0.0031 <0.0001 <0.0002 0.0011 0.0001 0.0040 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.97 99.99 0.0022 <0.0001 <0.0002 <0.0001 <0.0001 0.0034 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 1.09 99.99 0.0035 <0.0001 <0.0002 <0.0001 <0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.95 99.99 0.0031 <0.0001 <0.0002 <0.0001 <0.0001 0.0032 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.77 99.99 0.0036 <0.0001 0.0019 <0.0001 <0.0001 0.0031 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.66 99.99 0.0043 <0.0001 0.0007 0.0003 0.0001 0.0030 <0.0005<0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.82 99.99 0.0028 <0.0001 0.0004 <0.0001 <0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.92 99.99 0.0026 <0.0001 <0.0002 <0.0001 <0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.82 99.99 0.0024 <0.0001 0.0002 <0.0001 0.0004 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.63 99.99 0.0023 <0.0001 <0.0002 0.0002 0.0002 0.0048 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0025 <0.0001 <0.0002 0.0002 0.0001 0.0048 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.75 99.99 0.0022 <0.0001 <0.0002 0.0005 0.0002 0.0044 <0.0005<0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.85 99.99 0.0019 <0.0001 <0.0002 0.0002 0.0001 0.0045 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.70 99.99 0.0016 <0.0001 <0.0002 <0.0001 0.0002 0.0037 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.80 99.99 0.0021 <0.0001 <0.0002 0.0001 0.0001 0.0039 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.80 99.99 0.0028 <0.0001 <0.0002 0.0003 0.0001 0.0056 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0033 <0.0001 <0.0002 <0.0001 <0.0001 0.0042 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.65 99.99 0.0018 <0.0001 <0.0002 <0.0001 0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.88 99.99 0.0018 <0.0001 <0.0002 0.0001 0.0001 0.0033 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.88 99.99 0.0023 <0.0001 <0.0002 <0.0001 0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.86 99.99 0.0028 <0.0001 <0.0002 <0.0001 <0.0001 0.0054 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.95 99.99 0.0028 <0.0001 <0.0002 <0.0001 0.0001 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0025 <0.0001 <0.0002 0.0008 0.0001 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Broken Hill Corroding 0.67 99.98 0.0038 <0.0001 <0.0002 0.0006 0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Raffiniates Harz-Blei Common Desil. 0.46 99.99 0.0001 <0.0001 <0.0002 0.0001 0.0006 0.0042 <0.0005<0.0001 <0.0001 <0.0001
Mechanicsburg, PA Raffiniates Harz-Blei Common Desil. 0.36 99.99 <0.0001 <0.0001 <0.0002 <0.0001 0.0005 0.0041 <0.0005<0.0001 <0.0001 <0.0001
Mechanicsburg, PA  Mechernich Rheinpreussen Common Desil. 0.78 99.99 0.0037 <0.0001 <0.0002 0.0001 0.0007 0.0004 <0.0005<0.0001<0.0001 <0.0001
Mechanicsburg, PA  Mechernich Rheinpreussen Common Desil. 0.90 99.99 0.0018 <0.0001 <0.0002 <0.0001 0.0010 0.0008 <0.0005 <0.0001 <0.0001 <0.0001
Mechanicsburg, PA Eschweiler Raffine Common Desil. 0.65 99.97 0.0027 <0.0001 <0.0002 0.0002 0.0019 0.017 <0.0005<0.0001<0.0001 <0.0001
Mechanicsburg, PA St. Joe Chemical 0.48 99.93 0.0001 <0.0001 <0.0002 0.056 0.0068 0.0002 <0.0005 <0.0001 <0.0037 <0.0001
Mechanicsburg, PA St. Joe Chemical 0.38 99.93 0.0001 <0.0001 <0.0002 0.055 0.0067 0.0001 <0.0005<0.0001 0.0037 <0.0001
Mechanicsburg, PA P.Z. Maroc Corroding 0.37 99.99 <0.0001 <0.0001 <0.0002 0.0001 0.0002 0.0001 <0.0005<0.0001 <0.0001 <0.0001
ANALYSES OF DNSC LEAD
Percent by Weight (Dry Basis)
Dross Min. by Diff.

Depot Brand Type (%) Pb (%) Sb (%) As (%) Sn (%) Cu (%) Ag (%) Bi (%) Zn (%)
Warren, OH Tadanac Corroding 0.72 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0009 0.0009 <0.0005
Warren, OH Tadanac Corroding 0.56 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0007 0.0007 <0.0005
Warren, OH Tadanac Corroding 0.54 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0008 0.0009 <0.0005
Warren, OH Tadanac Corroding 0.68 99.996 <0.0001 <0.0001 <0.0002 0.0005 0.0016 0.0009 <0.0005
Warren, OH Tadanac Corroding 0.52 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0006 <0.0005
Warren, OH Tadanac Corroding 0.58 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0006 <0.0005
Warren, OH Tadanac Corroding 0.59 99.998 <0.0001 <0.0001 <0.0002 0.0003 0.0003 0.0006 <0.0005
Warren, OH Tadanac Corroding 0.47 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0004 0.0007 <0.0005
Warren, OH Tadanac Corroding 0.72 99.997 <0.0001 <0.0001 <0.0002 0.0007 0.0003 0.0005 <0.0005
Warren, OH Tadanac Corroding 0.60 99.997 <0.0001 <0.0001 <0.0002 0.0005 0.0007 0.0010 <0.0005
Warren, OH Tadanac Corroding 0.52 99.996 <0.0001 <0.0001 <0.0002 0.0004 0.0007 0.0013 <0.0005
Warren, OH Tadanac Corroding 0.78 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0005 0.0006 <0.0005
Warren, OH Tadanac Corroding 0.59 99.997 <0.0001 <0.0001 <0.0002 0.0005 0.0005 0.0004 <0.0005
Warren, OH Tadanac Corroding 0.58 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0006 0.0005 <0.0005
Warren, OH Tadanac Corroding 0.54 99.998 <0.0001 <0.0001 <0.0002 0.0005 0.0004 0.0004 <0.0005
Warren, OH Tadanac Corroding 0.57 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0005 0.0008 <0.0005
Warren, OH Tadanac Corroding 0.44 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0013 <0.0005
Warren, OH Tadanac Corroding 0.61 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0014 <0.0005
Warren, OH Tadanac Corroding 0.62 99.997 <0.0001 <0.0001 <0.0002 0.0006 0.0004 0.0004 <0.0005
Warren, OH Tadanac Corroding 0.55 99.996 <0.0001 <0.0001 <0.0002 0.0003 0.0006 0.0021 <0.0005
Warren, OH Federal Chemical 0.56 99.927 <0.0001 <0.0001 <0.0002 0.064 0.0047 0.0004 <0.0005
Warren, OH Federal Chemical 0.51 99.928 <0.0001 <0.0001 <0.0002 0.062 0.0055 0.0001 <0.0005
Warren, OH St.Joe Chemical 0.47 99.929 <0.0001 <0.0001 <0.0002 0.060 0.0065 0.0001 <0.0005
Warren, OH St.Joe Chemical 0.63 99.930 0.0001 <0.0001 <0.0002 0.059 0.0056 0.0001 <0.0005



	 

